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The content of this section is manufacturer's
information.

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS :
SAMPLE DESCRIPTION GLOVES
POWDER-FREE NITRILE EXAMINATION GLOVES

COLOUR GREEN

STYLE NO. 8PF1

FIBRE CONTENT 100% NITRILE

COUNTRY OF DESTINATION INDIA

COUNTRY OF ORIGIN INDIA

SAMPLE RECD ON 30/11/2024 TESTING PERIOD : 30/11/2024 - 09/12/2024

RESULT SUMMARY
TESTS PASS | FAIL REMARKS
Overall migration (Olive oil)
1 X
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Component list / List_of materials

Sample No. | Material No. Component Material/Composition Colour Remarks
1 1 COATED GLOVES - GREEN -
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Overall migration (Olive oil)

Method: With reference to Commission Regulation (EU) No 10/2011 of 14 January 2011 Annex lll and
Annex V for selection of condition and EN 1186-1:2002 for selection of test methods (1st Migration)

Result
Simulant L ma/dm? Reporting Limit Permissible
Used Tesk Condmsn it gidm’) (mg/dm?) Limit (mg/dm?)
15! migration
Olive Oil 40°C for 30 Mins ND 3.0 10.0
Comment PASS -- --

Sample Description: Coated Gloves-Green

Note :

1. mg/dm? = milligram per square decimeter

2. °C = degree Celsius

3. ND = Not Detected

4. Permissible Limit is according to Commission Regulation (EU) No 10/2011 of 14 January 2011 with amendments”.

Remark:
a. Test, Test condition & simulant were specified by client.
b. First migration only conducted as per customer request.

Note The above test is subcontracted to “SGS India Pvt Ltd” - Manesar Branch

JOE No. : 2442826583 400381807 Page 3 of 4 Control No.:1542555639
This document is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/
terms_and_conditions.htm and and Terms and Conditions for electronic documents www.sgs.com/terms_e-document.htm. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's findings at the time of its
intervention only and within the limits of Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is
unlawful and offenders may be prosecuted to the fullest extent of the law. The laboratory shall be responsible for all the information provided in the report, except when information
and instruction for specific scope of testing is provided by the customer. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such
sample(s) are retained for 30 days only. This document cannot be reproduced except in full, without prior approval of the Company.

No decision rule is applied, when comparing the measurement result(s) with the applicable limit(s) according to the specification in the respective standard or as shared by the
customer

SGS India Pvt. Ltd.| Connectivity and Products Testing Laboratory- Softlines, 28 B/1(SP), 28 B/2(SP), Second Main Road, Ambattur Industrial Estate, Ambattur,Chennai - 600 058.India
t:(91-44) 6608 1600 WWW.SgS.com
Member of the SGS Group (SGS SA)



TEST REPORT

Report No. : CH:TX:1542053343 ISSUE DATE : 10/12/2024

SAMPLE PHOTO

*** End of Report ***
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