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Applicant:
Address:
Contact Person:
Sample Submitted: The Sample(s) and Its (Their) Information(s) Was (Were) Submitted by

Applicant and Identified.
A. Grey/White gloves (the whole gloves) - 7 pairs

Standard: EN 388:2016+A1:2018

Sample Description: anti cut 5 non coated glove
Colour: grey

Fiber Content: HPPE, steel, NYLON, SPANDEX
Manufactory:

Receipt Date of Sample: 2025-01-10

Date of Testing: 2025-01-13 to 2025-01-14
Test Resuli(s): Refer to the Section 2 and 3
Note:

(1) Each order is subject to acceptance of our General Terms and Conditions and the TUV SUD Testing. Certification, Validation and Verification Regulation, in the
version valid at the time the contract is concluded. For full version of above both documents, please visit the link to view.

(2) The results in this report are relevant only to the sample(s) tested.

(3) The test report shall not be reproduced except in full without the written approval of the laboratory.

(4) Disclaimer Measurement Uncertainty:

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 or CNAS-
GL015:2022.

(5) The testing report without CMA stamp is not legally binding and could only be used as internal reference material for the applicant. It shall not be provided as a notarial
certification.
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2. Conclusion

No. Test Parameter(s) Conclusion
1. Abrasion Resistance Level 3
2. TDM: Cut Resistance Level E
Tear Strength Level 4
Notes: Pass = Meet Requirement Fail = Below Requirement
# = No Comment - = Did Not Perform

N/A = Not Applicable
Remark: (1) Samples are tested as received.

Reviewed by: Approved by:

L/ o

Stacey Yang

Damon Zheng
Softlines Department

Softlines Department
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3. Test Result(s)

3.1 Abrasion Resistance (EN 388:2016+A1:2018 Clause 4.1 & 6.1)
Pressure: (9.0+0.2) kPa

Adhesive tape: 3M™ Scotch

Abrasive paper: Klingspor PL31B, Grit 180

Sample Position Parameters Results (rubs) Requirement | Classification
Specimen 1 > 2,000
Specimen 2 > 2,000
Breakthrough rubs / /
A Palm Specimen 3 > 2,000
Specimen 4 > 2,000
The lowest of the above values > 2,000 * Level 3
Remark:
Performance level 1 2 3 4
Number of rubs 100 500 2,000 8,000
3.2 TDM: Cut Resistance (EN 388:2016+A1:2018 Clause 4.1 & 6.3)
Test method: EN ISO 13997:1999
Blade: 88-0121
Sample Position Results (N) Requirement Classification
A Palm 26.6 * Level E
Remark:
*= | Performance level A B C D E F
Cut resistance (N) 2 5 10 15 22 30
3.3 Tear Strength (EN 388:2016+A1:2018 Clause 4.1 & 6.4)
Sample | Position Direction Parameters Results (N) Requirement | Classification
Specimen 1 >75
Along cuff to fingertips
Specimen 2 >75
/ /
A Palm Specimen 1 >75
Across the palm width
Specimen 2 >75
The lowest of the individual values >75 * Level 4
Remark:
= Performance level 1 2 3 4
Tear force (N) 10 25 50 75
-- END OF THE TEST REPORT --
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